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Please see below a list of the commonly ordered fluxes.  Other blends are available upon request. 

XRF Fluxes  
Item Code Description Ratio of Lithium Tetraborate to Additives 

    Lithium Metaborate    

FO168 Fluomix 005 LiBr LiT (100)  0.05% LiBr 

FO150 Fluomix 007 LiBr LiT (100)  0.07% LiBr 

FO149 Fluomix 01 LiBr LiT (100)  0.1% LiBr 

FO32 Fluomix 02 Ki (200-350um) LiT (100)  0.2% Ki 

FO68 Fluomix 02 LiBr LiT (100)  0.2% LiBr 

FO95 Fluomix 02KI  (100-350um) LiT (100)  0.2% Ki 

FO123 Fluomix 05 LiI LiT (100)  0.5% LiL 

FO171 Fluomix 05 Nal LiT (100)  0.5% Nal 

FO164 Fluomix 10 LiF LiT (100)  10% LiF 

FO205 Fluomix 2004 LiBr LiT : LiM (20 : 80) 0.4% LiBr 

FO216 Fluomix 3505 LiBr LiT : LiM (35 : 65) 0.5% LiBr 

FO125 Fluomix 3507 LiI LiT : LiM (35 : 65) 0.7% LiL 

FO127 Fluomix 5005 LiI LiT : LiM (50 : 50) 0.05% LiL 

FO217 Fluomix 505 LiBr LiT : LiM (50 : 50) 0.5% LiBr 

FO193 Fluomix 510 LiBr LiT : LiM (50 : 50) 1.0% LiBr 

FO186 Fluomix 55 LiBr LiT : LiM (50 : 50) 0.5% LiBr 

FO110 Fluomix 6502 LiBr LiT : LiM (66 : 34) 0.2% LiBr 

FO 195 Fluomix 6505 LiBr LiT : LiM (66 : 34) 0.5% LiBr 

FO126 Fluomix 6507 LiI LiT : LiM (66 : 34) 0.7% LiL 

FO111 Fluomix 6510 LiBr LiT : LiM (66 : 34) 1.0% LiBr 

FO42 Fluomix 6510 LiF LiT : LiM (66 : 34) 10% LiF 

FO124 Fluomix 6515 LiI LiT : LiM (66 : 34) 1.5% LiL 

FO215 Fluomix 804 LiBr LiT : LiM (80 : 20) 0.4% LiBr 

FO112 Fluomix ATL KI 02 LiT (100)   0.20% Ki 

FO208 Fluomix MT05 LiT : LiM (66 : 34) 0.5% Ki 

FO61 Fluomix N 9010 LiT : LiM (90 : 10) Nil 

FO60 Fluomix N 9010 HP LiT : LiM (90 : 10) High Purity Nil 

FO0 Fluore-x  ATL100 LiT (100)  Nil 

FO56 Fluore-x 1222 LiT : LiM (12 : 22) Nil 

FO1 Fluore-x 15 LiT : LiM (15 : 85) Nil 

FO6 Fluore-x 17/5 LiT 78% + 5%La2O3 + 17% B2O3 

FO94 Fluore-x 20 LiT : LiM (20 : 80) Nil 

FO41 Fluore-x 20 HP LiT : LiM (20 : 80) High Purity Nil 

FO106 Fluore-x 35 LiT : LiM (35 : 65) Nil 

FO107 Fluore-x 35HP LiT : LiM (35 : 65) High Purity Nil 

    



   

Item Code Description Ratio of Lithium Tetraborate to Additives 

    Lithium Metaborate    

FO2 Fluore-x 50 LiT : LiM (50 : 50) Nil 

FO51 Fluore-x 65 LiT : LiM (66 : 34) Nil 

FO131 Fluore-x 65 G (100-350um) LiT : LiM (66 : 34) Nil 

FO10 Fluore-x 65HP LiT : LiM (66 : 34) High Purity Nil 

FO53 Fluore-x 70 LiT : LiM (70 : 30) Nil 

FO46 Fluore-x 7030 G (100-350um) LiT : LiM (70 : 30) Nil 

FO98 Fluore-x 80 LiT : LiM (80 : 20) Nil 

FO5 Fluore-x AML100 LiM (100) Nil 

FO151 Fluore-x ATL100 G  (100-350um) LiT (100) High Purity Nil 

FO152 Fluore-x ATL100 G  (100-500um) LiT (100) High Purity Nil 

FO4 Fluore-x ATL100 HP LiT (100) High Purity Nil 

FO9 Fluore-x ATS100 Sodium Tetraborate (100) Nil 

FO Fluosid 21 LiT 75.6% + 20.9%La2O3 + 3.5% B2O3 

FO176 Vitrofluxes L150 Boric Acid (100) 0.1% GELI2O3 

    

   
Other Chemicals 
Item Code Description  
AF156 Boric Acid  
AF200 Ammonium Iodide Granular  
FO114 Lithium Bromide  
FO202 Lithium Bromide solution (400 g/L)  
FO19 Lithium Iodide  
FO97B Lithium Iodide solution (300 g/L)  
FO88 Lithium Iodide solution (400 g/L)  
FO190 Sodium Metaperiodate  
FO39 Strontium Nitrate  
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